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Test Report

Product Name: Molecular Sieve 3A
Shape: Sphere
Diameter: 3 - 5 m m

I n s p e c t i o n
I t e m

U n i t
S t a n d a r d
v a l u e

M e a s u r e d
v a l u e

Q u a l i f i e d
o r n o t

S t a n d a r d o f
i n s p e c t i o n
m e t h o d

Size ratio up to grade % ≥98 9 8 . 5 7 Q u a l i f i e d
GB/T 6288-2021
GB/T 10504-2017
HG/T 2783-2020
GB/T 6286-2021
GB/T 6287-2021

S t a t i c w a t e r
a d s o r p t i o n

% ≥21 2 1 . 5 8 Q u a l i f i e d

We a r r a t i o % ≤0.20 0 . 1 3 Q u a l i f i e d

C r u s h i n g
s t r e n g t h

N ≥100/piece 1 0 4 Q u a l i f i e d

Bulk density g/ml ≥0.65 0 . 7 8 Q u a l i f i e d

Wa t e r c o n t e n t
as shipped

% ≤1.5 0 . 9 8 Q u a l i f i e d

B l a n k b e l o w .


